
90.9%

88.4% 88.6%

94.7% 95.6%

83.6%
81.6%

87.6%
89.5% 90.3%

0%

10%

20%

30%

40%

50%

60%

70%

80%

90%

100%

BnMetTr1 BnMetTr2 BnMetTr3 SwMetTr1 SwMetTr2

G
o

ld
 R

e
c

o
v

e
ry

Samples

Enchi Gold Project - Gold Recovery - Column Testwork
Sewum and Boin Gold Deposits - Oxide Samples

Chart Accompanies News Release Dated October 4, 2023
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